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Figure 5. Scanning electron micrographs of an RF aerogel.
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Transmission electron micrographs of RF aerogels
synthesized at target densities of 50 mg/cc with 2
different catalyst concentrations. [Resorcinol] / [Catalyst]
ratio equals (a) 50 and (b) 200.
















